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This Test Report refers onty to samples submitted by the applicant to SIRIM QAS International Sdn. Bhd. and tested by SIRIM QAS

International Sdn. Bhd. This test report shall not be reproduced, except in full and shall not be used for advertising purposes by any means

or forms without written approval from Managing Director, sIRIll{ QAS International sdn. Bhd. Please refer overleaf for conditions

Relating To The Use of Test Report.

Applicant.

Manufacturer

Product

Reference Standard/
Method of test

Description of samPle

Date received

Job No./Ref. No.

Issued date

Approved Signatories

MTL PRODUCTS MARKETING SDN. BHD.

No. 2, Jalan Industri Mas 12,

Taman Mas Sepang, 47130 Puchong.

Selangor Darul Ehsan.

STEELAND PRODUCTS MANUFACTURING SDN. BHD.

S/S Adjustable Leg (2" q I 4" - 6"lH)

Company's Specification : Compression Test

One sample of Adjustable Leg was received for testing.

Model :Round Base

Serial Number : 80050
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TEST RESULTS : COMPRESSION TEST

SAMPLE REFERENCE OBSERVATION / REMARK

S/S Adjustable Leg (2" A I 4" - 6"lH)
The sample was loaded and the pin broken at 48.96 kN load.
(See photo 1.0 & 2.0)

Photo 1.0 : Shows samples during test Photo 2.0 : Shows samples after test
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